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ABSTRACT

The review was done to identify the types of non- fibrous additives in
papennaking. Basically the additives give the higher strength to the paper and it is
because of it properties, function and effect of additives. Beside that, the chemical
substance that use in papermaking and how it will react will be also identifies.
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