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ABSTRACT

CLEAR FINISHI G IN WOODE FUR ITURE

By

MUHAMAD MUSTAQIM BI KAMARUDDIN

April 2008

Clear finishing in wooden furniture show important to give the high value in aesthetic,
beauty and protection and resulted very economically for single and small production of
product in factory because process in applying the finishes must taken very carefully
with high effort, worker incentive, and more on traditional technology and give great
quality on aesthetical value. Clear finishes are main material that concerns for the
importance is classified to their function on combination of the importance. In term
surface preparation, wood will show final effect on every defect either naturally or
inadvertent and the process will determine value on finished product in marketing.
Application process of the finishes are based on the properties of each finish such as
viscosity, and equipment used.
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