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ABSTRACT

Wood is nowadays are importance source of the basic raw material used to produce many

products in generated an economic growth. Basicly, the good wood can give a high

quality of finish product. Sometimes, the wood defect can give a big problem to the all

wood product producer because this wood defects that we face normally is starting from

natural defect, while seasoning and machining would occur on wood. So, the best way to

get the good quality of wood is control dry it using special drying schedule and the

person who handle the machine should be more careful. It is very importance to get the

high value of wood in the market, it is because, not to easy to get the good log in the short

time.
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