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ABSTRACT 

Aluminium Oxide was used in this study. The value of x in Al(2-X)Crx03 has been 

varies by 0.1, 0.2 and 0.3. After pellets are formed from the materials, the 

conductivity test was carried out. The main objective of this study is to determine 

the highest rate of conductivity of different materials. 
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